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Pretreatment

Surface preparation is used as a first step prior to powder coating or wet.
The aim is to improve adhesion of paint. Undoubtedly, every detail must be degreased before painting.
Etching, and any other of the degreasing processes aim at improving the durability of the coating.
Withstanding the applied coating is carried out in a salt spray chamber.

Selection of appropriate equipment, including process should be based on quality requirements recipient
of the goods (the length of the warranty on the coating).

 

 Myjnie przejezdne tunelowe
Minimalizacja migracji
Wysoka wydajność mycia

 Automatic sprinkling chambers with drying
Automatic washing, high output

ROMER

http://romerpp.pl/lang-en/products/308_20_223/myjnie_przejezdne_tunelowe.html
http://romerpp.pl/lang-en/products/308_20_22/automatic_sprinkling_chambers_with_drying.html
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 Stationary pressure station
Optimal and effective for manual installation

 Immersion baths
Effective for small elements, for professional usage

 Ultrasonic bath
High precision cleaning

 System wannowy do strippingu
Automatyczna praca
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http://romerpp.pl/lang-en/products/308_20_23/stationary_pressure_station.html
http://romerpp.pl/lang-en/products/308_20_24/immersion_baths.html
http://romerpp.pl/lang-en/products/308_20_21/ultrasonic_bath.html
http://romerpp.pl/lang-en/products/308_20_227/system_wannowy_do_strippingu.html

